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Date .of Report: March 17, 1994 
Date R~ceived: .M~ch 11, 1994 . 
Project: 7~38, Acid Tanks, PO #M33562 
Date Samples Extracted: March. 14:, 1994 
D~te Extracts Analyze<i: .March 14, 1994 
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AIask~Copper \Vol'ks 
628 South Hanford 
Seattle, WA.98134; 

, Project 7238, Acid Tanks, PO #M33562: Results of testing requested by 
Gel·.al ..... d Thompson, Project Leadel'for material sul:>mitted, on Ma. r.·.c.h II,. 1994. 
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2 process water samples analyzed for Specific Gr~vity 
® $25 per s~mple , . . , 

2 acid samples anlllyzed for Perc~Ilt Aci~as HN()3 
@ $25 per sample ' . ' 
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fRIEDMA:N ~ BRUY A, INC: :., ; , 

\;., .,' .', 

\ ' ' 

", Andrew John Friedman '3008-B 16~h Avenue West , , ' 
, James E. Bruya, Ph.p. ' 
(206) 285-8282 

,March 17, 19,94 ' 

Gerald Thompson,Project Leader 
'. Alaskan Copper Works 
.628 South Hanford 
Seattle, WA98134 " ' 

Seattle, WA 98119 
.FAX: (206) 283-5044 

' ~~closed 'are the re~ultsfl"Om the testi~g of material submitte'd on March 11, ' 1994 
·'· from Project 7238, Acid Tanks, PO #M33562. ' ' " ' , 

We appreciat,e this oppOl'tunity to be of service to you and hopeyou will call if,You 
should have any questions. ' .' . . . . 
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